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Abstract: Pure and Ni-doped ZnO nanoparticles (NPs) with concentration of Ni (12.5%) were successfully prepared by using co-precipitation method . 

Among TM, nickel is very significant element which has a similar ionic radius as that of Zn. Literature studies show that Ni doping into ZnO matrix can 

enhance its various properties. The prepared samples in powder form were characterized by X-ray diffraction spectroscopy (XRD), Scanning Electron 

Microscopy (SEM), Ultraviolet–visible spectroscopy (UV-Vis), Photoluminescence (PL) and Fourier transform infrared spectroscopy (FTIR). The obtained 

results have been discussed and compared with those from other sources whatever possible.

 Experimental Details  Structural Properties 

Flowchart for the synthesis of pure ZnO and NZO NPs by 

co-precipitation method.

Fig 1: (a) XRD patterns, and (b) shift of main peak (101) of pure ZnO and 
NZO NPs (x = 12.5%).

Table:Summary of the lattice 
parameters (a and b) calculated from 
the XRD pattern and those reported 
from literature for pure ZnO and NZO 
NPs. crystallite size (D), Strain () and 
dislocation density () are also included.

Fig 2: SEM images of pure 
ZnO and NZO NPS at two 

magnifications 35k and 
15k; (a) 0% (35k), (b) 0% 

(15k), (, (i) 12.5% (35k), (j) 
12.5% (15k).

FTIR Optical  Properties

Fig4: (a) The UV–visible 
absorption spectra of pure and 
NZO-NPs. The optical band gap 
of (b) pure ZnO, and (f) 12.5 %  
NZO NPs.

Conclusion
All nanopowder samples exhibit a hexagonal wurtzite phase and prefer growth along (100) axis. The content of Ni  (12.5% ) leads to the formation of NiO 

secondary phase and the shifting of characteristic peak toward higher diffraction angle. 

The crystallite size exhibits an inverse trend to that of the strain and dislocation density for NZO NPs (12.5%) Compared to Pure ZnO. Densely packed spherical-
like-shaped structures with the agglomeration of nanoparticles are observed for Pure ZnO some nanorod-like-shaped structures start to appear when doped by Ni.

The absorption edge shifts to higher wavelengths (red shift) implying a decrease in the optical band gap from 3.50 eV to 2.74 eV by increasing of Ni defects in 
ZnO NPs. This leads to the stretching vibration of the Zn-O bond (497 cm-1).
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Fig 3: FT-IR spectra of pure ZnO and NZO NPs.

Fig 5:PL spectrum of pure ZnO and 12. 
5% NZO NPs. 
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